
Shape measurement of objects using an ultrafast optical Kerr gate of bismuth glass
Wenjiang Tan, Yi Yang, Jinhai Si, Junyi Tong, Wenhui Yi, Feng Chen, and Xun Hou 
 
Citation: Journal of Applied Physics 107, 043104 (2010); doi: 10.1063/1.3310492 
View online: http://dx.doi.org/10.1063/1.3310492 
View Table of Contents: http://scitation.aip.org/content/aip/journal/jap/107/4?ver=pdfcov 
Published by the AIP Publishing 
 
Articles you may be interested in 
Optical imaging of objects in turbid media using heterodyned optical Kerr gate 
Appl. Phys. Lett. 104, 211907 (2014); 10.1063/1.4880115 
 
Elimination of the coherent effect in the optical Kerr measurement of bismuth glass using supercontinuum 
J. Appl. Phys. 109, 123104 (2011); 10.1063/1.3597787 
 
Ultrafast gated imaging of laser produced plasmas using the optical Kerr effect 
Appl. Phys. Lett. 96, 011109 (2010); 10.1063/1.3279139 
 
Control of the gated spectra with narrow bandwidth from a supercontinuum using ultrafast optical Kerr gate of
bismuth glass 
Appl. Phys. Lett. 93, 051109 (2008); 10.1063/1.2968202 
 
Third-order nonlinear optical properties of bismuth-borate glasses measured by conventional and thermally
managed eclipse Z scan 
J. Appl. Phys. 101, 033115 (2007); 10.1063/1.2434940 
 
 

 [This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to ] IP:

117.32.153.142 On: Wed, 04 Nov 2015 10:16:26

http://scitation.aip.org/content/aip/journal/jap?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/1765719734/x01/AIP-PT/JAP_ArticleDL_1115/AIP-2639_EIC_APL_Photonics_1640x440r2.jpg/6c527a6a713149424c326b414477302f?x
http://scitation.aip.org/search?value1=Wenjiang+Tan&option1=author
http://scitation.aip.org/search?value1=Yi+Yang&option1=author
http://scitation.aip.org/search?value1=Jinhai+Si&option1=author
http://scitation.aip.org/search?value1=Junyi+Tong&option1=author
http://scitation.aip.org/search?value1=Wenhui+Yi&option1=author
http://scitation.aip.org/search?value1=Feng+Chen&option1=author
http://scitation.aip.org/search?value1=Xun+Hou&option1=author
http://scitation.aip.org/content/aip/journal/jap?ver=pdfcov
http://dx.doi.org/10.1063/1.3310492
http://scitation.aip.org/content/aip/journal/jap/107/4?ver=pdfcov
http://scitation.aip.org/content/aip?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/104/21/10.1063/1.4880115?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/109/12/10.1063/1.3597787?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/96/1/10.1063/1.3279139?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/93/5/10.1063/1.2968202?ver=pdfcov
http://scitation.aip.org/content/aip/journal/apl/93/5/10.1063/1.2968202?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/101/3/10.1063/1.2434940?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/101/3/10.1063/1.2434940?ver=pdfcov


Shape measurement of objects using an ultrafast optical Kerr gate of
bismuth glass

Wenjiang Tan (谭文疆�, Yi Yang (杨毅�, Jinhai Si (司金海�,a� Junyi Tong (佟俊仪�,
Wenhui Yi (易文辉�, Feng Chen (陈烽�, and Xun Hou (侯洵�
Key Laboratory for Physical Electronics and Devices of the Ministry of Education, Shannxi Key Laboratory
of Information Photonic Technique, School of Electronics and Information Engineering, Xi’an Jiaotong
University, Xianning-xilu 28, Xi’an 710049, China

�Received 26 September 2009; accepted 15 January 2010; published online 22 February 2010�

An ultrafast optical Kerr gate of Bi2O3–B2O3–SiO2 oxide glass �BI glass� was used in an ultrafast
time-resolved imaging system for shape measurement of objects. The experimental results showed
that the longitudinal resolution of the imaging system using the ultrafast optical Kerr gate was less
than 20 �m and the measurements of object shape using the ultrafast optical Kerr gate of BI glass
had more advantages compared with that using CS2. © 2010 American Institute of Physics.
�doi:10.1063/1.3310492�

I. INTRODUCTION

Optical shape measurement is an attractive subject for
scientific interest and practical applications, such as auto-
matic online inspection, intelligent robots, accurate stress,
and vibration measurement.1–3 Lots of methods have been
developed for the shape measurement of objects. Among
them, an ultrafast time-resolved two-dimensional imaging
system has been proposed by Minoshima et al.,4–7 in which
supercontinnum pulses and an optical Kerr gate �OKG� are
used for the three-dimensional �3D� shape measurement.
This technique combines some advantages of the time-of-
flight method8,9 and the time-resolved imaging method,10–12

such as direct shape measurement without complex math-
ematics calculation, high time resolution to inspect objects
embedded in turbid media, and dynamic measurement for the
shape of moving objects.

However, in the femtosecond time domain, a trade-off
between high sensitivity and fast response mostly limits the
gate performance in time-resolved imaging. To overcome
this issue, an amplifying OKG has been proposed,5–7,13 in
which the stimulated radiation effect in dyes was used to
gain the incident laser pulses. Meanwhile, two perpendicu-
larly polarized pump pulses were used to reduce the gate
time. Although the amplifying OKG improved the gate per-
formance, the imaging system became more complex.

In this study, we suggest to use fundamental pulses as
the imaging pulses and Bi2O3–B2O3–SiO2 oxide glass �BI
glass� as the Kerr material. The nonlinear response time of
BI glass has been measured to be less than 90 fs.14 The
ultrafast OKG of BI glass could provide a high longitudinal
resolution in 3D shape measurements. Moreover, the BI
glass presents an optical nonlinearity as large as that of the
chalcogenide glass,14–17 insuring high signal noise ratio of
the imaging system. A stepped surface composed of two
glass plates coated with aluminum was measured to verify
the feasibility of the time-resolved imaging system for 3D

shape measurement of objects. As a comparison, results mea-
sured using the OKG of CS2 were also presented.

II. EXPERIMENTS

Figure 1 shows a typical time-resolved imaging system
for shape measurement of objects using the OKG. In our
experiment, a Ti:sapphire laser system based on multipass
amplification was employed, which emitted linearly polar-
ized 30 fs pulses at a repetition rate of 1 kHz. The center
wavelength was 800 nm, and the bandwidth was about 40
nm. The incident fundamental beam was divided into two
beams by a beam splitter. One beam passed through an op-
tical delay translation as a gating pulse. A half-wave plate
was used to control its polarization for the maximum gate
efficiency.14 The other beam was expanded by two lenses as
an imaging pulse before it was introduced onto an object
perpendicularly. Two neutral attenuators were used to adjust
their intensity. Both of the imaging pulse reflected from the
object and the gating pulse were focused onto the Kerr ma-
terial and carefully overlapped inside. A pair of crossed
Nicol prisms was used as the polarizer and the analyzer. By

a�Author to whom correspondence should be addressed. Electronic mail:
jinhaisi@mail.xjtu.edu.cn. Tel.: �86 029 82663485.

FIG. 1. Experimental setup for the time-resolved imaging system using
ultrafast OKG: BS1–3, beam splitter; ND1–2, neutral attenuation; P, polarizer;
A, attenuator; �d, step height; L1–6, lenses with focal lengths of 60, 120,
100, 150, 100, and 180 mm, respectively.
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adjusting the delay time between the gating pulse and the
imaging pulse, time-resolved OKG images and signals were
imaged with a charge coupled device camera and detected
with a photodiode, respectively.

A stepped surface composed of two glass plates coated
with aluminum was measured using this setup. The step
height was adjustable by shifting the left glass plate accu-
rately as shown in Fig. 1. As a comparison, we used the BI
glass and the referential CS2 as the Kerr materials, respec-
tively. The CS2 solution was filled in a glass cuvette with a
path length of 1 mm. The details about the preparation of the
BI glass have been given in the Ref. 14.

III. RESULTS AND DISCUSSION

Figure 2�a� shows two time-resolved OKG signals from
the whole surface of the object for the BI glass and CS2 at
�d=300 �m, where �d is taken as the adjustable step
height. The first peak and the second peak correspond to the
left part of the stepped surface and the right one, respec-
tively. The delay time between the two peaks depends on the
step height. The first peak for both cases of the BI glass and
CS2 is lower than the second one, which is due to the smaller
illuminated area of the left surface of the object. Figure 2�b�
shows some OKG gating images at different delay times
around the first peak when the BI glass and CS2 was used,
respectively. From Fig. 2�b�, we can see the imaging using
the BI glass has a higher longitudinal resolution than that
using CS2. The image using the BI glass almost disappears at
the 208 fs delay time, but the image using CS2 is still clear at
the 416 fs delay time. It is because the width of OKG for the
BI glass, which was measured to be about 162 fs �full width

at half maximum� due to the positive group velocity disper-
sion in our experiments, is much narrower than that using
CS2 as shown in Fig. 2�a�.

To compare further the different performance of the
time-resolved imaging system using the BI glass and CS2, a
similar experiment was made at �d=30 �m. The results are
shown in Fig. 3. There are two distinguishable peaks of the
time-resolved OKG signals using the BI glass in Fig. 3�a�.
From Fig. 3�a�, we can see that the first peak is higher than
the second one due to the bigger illuminated area of the left
surface of the object, which is different from that in Fig. 2�a�.
Two clear OKG gating images are shown in the inset of Fig.
3�a�, which were measured at the two peaks. The delay time
between the two peaks in Fig. 3�a� is 208 fs, which is equiva-
lent to 31.2 �m in height. It agrees well with the actual step
height considering the pulse intensity fluctuation. Figure 3�b�
shows the time-resolved OKG signals for CS2. An OKG gat-
ing image composed of the whole surface of the object mea-
sured at the signal peak is shown in the inset of Fig. 3�b�,
which illustrates that the time-resolved imaging system using
CS2 cannot distinguish this small step height. These results
show that the time-resolved imaging system using the BI
glass has a high longitudinal resolution.

Moreover, we experimentally investigated the longitudi-
nal resolution of the time-resolved imaging system using the
BI glass. The time-resolved OKG signals measured at �d
=0, 15, 20, 25, and 30 �m were shown in Fig. 4, illustrating
that the longitudinal resolution is 20 �m in our experiments.
If the fundamental pulse is compressed further, the longitu-
dinal resolution of the time-resolved imaging system using
the BI glass could be further improved. At last, we converted
the images in the inset of Fig. 3�a� into the binary images and

FIG. 2. �Color online� �a� Temporal behavior of OKG signals for the BI
glass and CS2. �b� Time-resolved images measured at different delay times.

FIG. 3. �Color online� Temporal behavior of OKG signals. �a� BI glass as
Kerr material. �b� CS2 as Kerr material. Inset: time-resolved images mea-
sured at the peaks of OKG signals.
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reconstructed the 3D stepped surface of the illuminated areas
of the object according to the time difference between them.
The result is shown in Fig. 5. It demonstrates the time-
resolved imaging system using the BI glass is an effective
tool for 3D shape measurement of objects. In addition, this
method will be useful to inspect objects embedded in turbid
media and dynamic measurement for the shape of moving
objects.

IV. CONCLUSIONS

In summary, we proposed a time-resolved imaging sys-
tem for shape measurement of objects, in which the BI glass

was used as the Kerr material of femtosecond OKG. A
stepped surface with adjustable step height was measured.
The experimental results showed that the time-resolved im-
aging system using the ultrafast OKG of BI glass had more
advantages compared with that using CS2 and the longitudi-
nal resolution using the BI glass was less than 20 �m. The
3D stepped surface of the object with 30 �m in height was
reconstructed by a simple processing.
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